
Inspection Report 

Size 76X2050X3.6-H140X8 Zinc layer Thickness 70μm/Average 70μm 

Material 235/355 Contract No. 20230918 

Manufacturer RADIX Standard Drawing 

Production Date 18.09.23 Inspector Mr C Milne 

Q'ty 660PCS Inspection Date 24.10.2023 

Item Length Flange 
Dia 

Flange 
Thickness 

Flange 
Hole 

Spiral 
Length Pitch Spiral 

Thickness Diameter Pipe 
Thickness 

Nut 
Size 

Size 2050±10 140 8±0.25 13 1160±10 40±2 3 76 3.6±0.25 M16 

Re
su

lt 

1 2054 139.8 8.0 13.5 1167 40 3.0 76.0 3.6 M16 

2 2053 139.6 8.0 13.4 1165 40 3.1 76.1 3.6 M16 

3 2050 139.8 8.1 13.2 1166 40 3.0 76.3 3.6 M16 

4 2058 139.8 8.0 13.5 1167 40 3.0 76.2 3.6 M16 

5 2058 139.7 8.1 13.4 1170 40 3.0 76.3 3.6 M16 

6 2056 139.5 8.0 13.4 1167 40 3.0 76.3 3.6 M16 

7 2059 139.8 8.0 13.2 1166 40 3.0 76.1 3.6 M16 

8 2060 139.6 8.0 13.5 1168 40 3.0 76.6 3.6 M16 

9 2059 139.9 8.1 13.3 1166 40 3.0 76.3 3.6 M16 

10 2058 139.7 8.0 13.2 1165 40 3.0 76.2 3.6 M16 
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m
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